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Method for purifying an aqueous composition by removing
silicon therefrom, according to which a compound compris-
ing aluminum is added to the aqueous composition in order to
obtain a molar aluminum content greater than the molar sili-
con content in said composition, the pH of the composition is
controlled and maintained at a value higher than or equal to 8
and lower than or equal to 10, and the precipitate formed is
separated from the aqueous suspension obtained.
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METHOD FOR PURIFYING AQUEOUS
COMPOSITIONS

CROSS-REFERENCE TO RELATED
APPLICATIONS

The present application is a U.S. national stage application
under 35 U.S.C. §371 of International Application No. PCT/
EP2009/055073 filed Apr. 27, 2009, which claims priority to
French patent application No. 08.52897, filed on Apr. 29,
2008, the whole content of such application being incorpo-
rated herein by reference for all purposes.

One subject of the invention is the purification of aqueous
compositions, especially aqueous sodium chloride composi-
tions.

It relates more particularly to a method for purifying aque-
ous compositions containing silicon.

The aqueous sodium chloride compositions obtained from
sea water or by dissolving rock salt in water contain various
impurities, especially including silicon, calcium, magne-
sium, iron, and also ammoniacal compounds (ammonia,
ammonium chloride), iodo compounds (metal iodides) and
bromo compounds (metal bromides). These impurities are
often harmful, for example when sodium chloride composi-
tions are treated in membrane electrolytic cells in order to
produce chlorine and sodium hydroxide. In order to reduce
the contents of these impurities, the aqueous sodium chloride
compositions intended for membrane electrolysis are gener-
ally subjected to a first purification, during which sodium
hydroxide and sodium carbonate are added to the solution, in
order to precipitate out calcium and magnesium. However,
these methods do not make it possible to obtain a satisfactory
silicon removal. The presence of silicon in aqueous sodium
chloride compositions has proved to also be a cause of loss of
efficiency of cation exchange membrane electrolytic cells
used for producing chlorine and aqueous sodium hydroxide
solutions. This silicon originates from the presence, in salt
deposits, of silicaceous rocks of NaAlISiO;0; type. Silicon
contents (expressed as SiO,) greater than 10 ppm, or even 20
ppm, are common in the aqueous sodium chloride composi-
tions resulting from the primary purification for removing
calcium and magnesium. However, ion-exchange membrane
producers in general require silicon contents below these
values to ensure correct, lasting operation of their mem-
branes.

More generally, excessive silicon contents in the wastewa-
ters discharged by industrial processes are prohibited by
numerous regulations.

It is known (see U.S. Pat. No. 4,450,057) to remove silicon
from aqueous sodium chloride solutions that result from the
purification that removes calcium and magnesium therefrom,
by adjusting the pH to a value between 2 and 3 and then
flowing the solution through a strong cationic chelating resin
until the pH of the solution reaches, following this contact, a
value above 5.5. However, it has emerged that, when this
known process is used continuously over a long period, a
prohibitive increase in the pressure drop is observed, caused
by the passage of the aqueous solution through the resin,
which greatly reduces the economic advantage of this known
process when it is desired to obtain a sufficient silicon
removal.

The invention aims to provide a method for removing
silicon from aqueous compositions which is simple, eco-
nomical and makes it possible to achieve excellent purifica-
tion rates, in particular that makes it possible to satisty the
requirements of manufacturers of ion-exchange membranes
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that are, for example, used in the electrolysis of aqueous
sodium chloride compositions.

Consequently, the invention relates, in a first embodiment,
to a method for purifying an aqueous composition by remov-
ing silicon therefrom, in which aqueous composition the
molar silicon content is higher than the aluminium content,
the method comprising the following steps:

(1) a compound comprising aluminium is added to the
aqueous composition in order to obtain a molar alu-
minium content greater than the molar silicon content in
said aqueous composition;

(2) the pH of the composition obtained at step (1) is con-
trolled and maintained at a value greater than or equal to
8 and lower than or equal to 10, in order to obtain a first
precipitate;

(3) the precipitate formed in the preceding step (2) is sepa-
rated from the aqueous composition in order to obtain
the purified aqueous composition.

In a first variant of the first embodiment, the purification

method comprises in addition the following step:

(2") the pH of the aqueous composition obtained at step (2)
is controlled and maintained at a second value greater
than or equal to 4 and lower than or equal to 7, in order
to obtain a second precipitate;

and in step (3) the precipitates formed in the preceding steps
(2) and (2") are separated from the aqueous composition in
order to obtain the purified aqueous composition.

In a second variant of the first embodiment, the purification
method comprises in addition the following steps:

(4) the pH of the aqueous composition obtained at step (3)
is controlled and maintained at a second value greater
than or equal to 4 and lower than or equal to 7, in order
to obtain a second precipitate;

(5) the precipitate formed in the preceding step (4) is sepa-
rated from the aqueous composition in order to obtain
the purified aqueous composition.

The aqueous composition to be purified can be an aqueous
solution or an aqueous suspension. The aqueous composition
is preferably an aqueous solution, i.e an homogeneous mix-
ture of water and of the other components.

The silicon present in the aqueous composition to be puri-
fied is preferably present as one or more soluble compounds,
preferably inorganic compounds, containing silicon. Such
soluble inorganic compounds containing silicon will be
referred as soluble silica. Non limiting examples of such
compounds are Si(OH),,, dimers and oligomers thereof, and
silicates.

In the purification method according to the invention, the
precipitates obtained at steps (2) and/or (2') and/or (4) gener-
ally contain at least silicon and aluminium. Those precipitates
contain preferably at least silicon and aluminium, and more
preferably at least one aluminosilicate.

The method according to the invention is suited to the
removal of silicon from an aqueous composition containing,
as a molar content, a larger amount of silicon than of alu-
minium. It is not however necessary for it to contain alu-
minium. Aluminium is a substance likened to heavy metals
and considered to be harmful to the environment. In the case
where the aqueous solution subjected to the treatment is used
in membrane electrolysis, aluminium is also harmful to the
operation of the membranes.

Very surprisingly, although aluminium is added to the
aqueous composition, the method according to the invention
makes it possible to obtain a composition that is purified both
of'silicon and of aluminium. Without wishing to be commit-
ted to one theoretical explanation, the inventors believe that
this fact is due to the wide variety of aluminosilicates that it is



US 9,309,134 B2

3

possible to precipitate and separate from the aqueous com-
position. This variety makes it possible to adapt the treatment
to various stoichiometric aluminium/silicon ratios.

According to the invention, aluminium is added to the
aqueous composition in order to obtain a molar aluminium
content greater than the molar silicon content.

These contents are generally based on the aluminium and
silicon contents of the aqueous composition before its treat-
ment. The aluminium and silicon contents of the aqueous
composition before its treatment can be known, for instance
from the origin of the aqueous composition to be purify, or
they can be measured.

In a preferred aspect of the purification method according
to the invention, the molar contents of silicon and aluminium
in the aqueous composition to be purified are measured, prior
to step (1).

The molar silicon contents are deduced from measure-
ments of the soluble silica contents, advantageously
measured by a colorimetric method based on the following
reactions: soluble silica forms with ammonium molybdate
((NH,)¢Mo,0,,.4H,0) a complex which, after reaction with
Mohr’s salt (Fe(NH,),(SO,),.6H,0), forms a blue complex.
The aluminium contents are themselves advantageously mea-
sured according to the plasma spectrophotometry method, as
described in “Standard Methods for the Examination of Water
and Wastewater” (L. S. Clescerl, A. E. Greenberg, A. D.
Eaton, 15 Edition).

The addition of the compound containing aluminium may
be made in any form and according to any procedure suited to
the aqueous composition to be purified. When the aqueous
composition is a sodium chloride composition intended for
membrane electrolysis, it is recommended that the alu-
minium is added in the form of AlCl,.6H,O. The pH of the
composition to be purified before the addition of the com-
pound containing aluminium is not critical. However, it is
recommended that, before the addition of the aluminium, the
pH of the aqueous composition is adjusted if necessary, main-
tained and controlled at a value higher than or equal to 1.5 and
preferably higher than or equal to 2. This pH is preferably
lower than or equal to 3.5 and more preferably lower than or
equal to 3. These pH ranges are particularly recommended
when the aqueous composition is a sodium chloride compo-
sition intended for membrane electrolysis. Without wishing
to be committed to one theoretical explanation, the inventors
believe that within such pH range, the aluminium compound
will dissolve in the aqueous composition to be purified, the
aluminium being then available for the formation of alumi-
nosilicates, while outside such pH ranges precipitation of
aluminium may occur before any combination with silicon. In
general, a controlled amount of a suitable acid is added, for
this purpose, to the aqueous composition to be purified, for
example hydrochloric acid when the solution to be purified is
an aqueous sodium chloride composition.

In one advantageous variant of the method according to the
invention, aluminium is added to the aqueous composition so
as to obtain a molar aluminium content that is equal to at least
2 times, preferably 2.5 times, the molar silicon content.

The addition of the compound comprising aluminium is
preferably carried out in a controlled manner. By controlled
manner, it is meant that the addition is carried out in order to
reach the desired Al/Si molar ratio in the aqueous composi-
tion to be purified.

After the addition of the required amount of aluminium, the
pH of the composition is adjusted if necessary, maintained
and controlled at a value greater than or equal to 8 and pref-
erably greater than or equal to 8.5. This pH is lower than or
equal to 10, preferably lower than or equal to 9.5. Generally,
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a controlled amount of a suitable base is added, for this
purpose, to the aqueous composition to be purified, for
example sodium hydroxide in the case of a sodium chloride
solution. In this pH range, owing to the provision of alu-
minium made in accordance with the invention, a first pre-
cipitate is obtained. That precipitate contains generally at
least silicon and aluminium, preferably at least silicon and
aluminium, and more preferably at least one aluminosilicate.
Most preferably, that first precipitate consists of aluminosili-
cates.

It is recommended to control and maintain the pH within
this range of values for at time long enough to ensure that the
precipitation is as complete as possible. This time is generally
higher than or equal to 1 min, preferably higher than or equal
to 5 min, more preferably higher than or equal to 10 min, and
most preferably higher than or equal to 20 min. This time is
usually lower than or equal to 10 h, preferably lower than or
equal to 5 h, more preferably lower than or equal to 2 h, and
most preferably lower than or equalto 1 h. A time of about 0.5
h is particularly convenient.

According to the invention, a supplementary modification
of'the pH may then be carried out (steps (2') and (4) of the first
and second variants of the first embodiment). The pH may be
further adjusted, maintained and controlled at a value usually
higher than or equal to 4 and preferably higher than or equal
to 4.5. This pH is usually lower than or equal to 7, and
preferably lower than or equal to 6. This supplementary modi-
fication of pH is preferably carried out. At these pH values, a
second precipitate is usually obtained. That second precipi-
tate contains usually at least aluminium, preferably at least
silicon and aluminium, and more preferably at least one alu-
minosilicate. Most preferably, that second precipitate com-
prises aluminosilicates and, where appropriate, aluminium
hydroxide when the composition contains an excess of alu-
minium, which completes the removal of silicon and alu-
minium that were dissolved in the aqueous composition.

In order to maintain the pH in a given range, the pH is
measured and adjusted if necessary.

The pH measurement can be done either continuously or
periodically. In this last case, the measurement is usually
carried out at a frequency sufficiently high to maintain the pH
in the set range during at least 80% of the duration of the step,
often during at least 90%, frequently during at least 95% and
in particular during at least 99%.

The pH measurement can be carried out “in situ” in the
composition or “ex situ” in a sample withdrawn from the
composition and brought to an adequate temperature and an
adequate pressure to assure a good longevity to the pH mea-
surement equipment. A temperature 25° C. and a pressure of
1 bar are examples of adequate temperature and pressure.

The pH measurement can be carried out by any means.
Measurement with a pH sensitive electrode is convenient.
Such an electrode should be stable in the composition under
the step conditions and should not contaminate the composi-
tion. Glass electrodes for measuring pH are more particularly
convenient. Examples of such electrodes are given in Ull-
mann’s Encyclopedia of Industrial Chemistry,© 2005, Wiley-
VCH Verlag GmbH & Co. KGaA, Weinheim 10.1002/
14356007.19_e01, pp. 8-15. Electrodes of the type 405-
DPAS-SC-K8S5 supplied by METTLER TOLEDO® or of the
types Ceragel CPS71 and Orbisint CPS11 supplied by
ENDRESS+HAUSER® are examples of electrodes that can
be used.

The pH can be adjusted and maintained at said values either
by addition of an acidic compound or by addition of a basic
compound. Any acidic or basic compounds can be used to
maintain the pH. Inorganic acids and inorganic bases are
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preferred. Hydrogen chloride, gaseous and/or in aqueous
solution, is a more preferred acidic compound. Sodium
hydroxide, solids and/or in aqueous solution and/or suspen-
sions, is a more preferred basic compound, with sodium
hydroxide aqueous solutions being most preferred.

The adjustment can be carried out in an automated or in a
non-automated mode. It is preferred to use an automated
mode wherein the control of the pH is exerted by a closed
circuit known as control loop. Such control loops are
described in Ullmann’s Encyclopedia of Industrial Chemis-
try,© 2005, Wiley-VCH Verlag GmbH & Co. KGaA, Wein-
heim 10.1002/14356007.e19_e01, pp. 24-27. A PROMI-
NENT® DULCOMETER® system type PHD is an example
of'an automated pH control and adjustment apparatus that can
be used.

The precipitates formed during steps (2) and/or (2') and/or
(4) must be separated from the aqueous compositions in order
to obtain the desired purified composition.

The separation can be carried out by any separation treat-
ment. The separation treatment is usually selected from the
group consisting of decantation, filtration, centrifugation and
any combination of at least two of them. A separation treat-
ment by filtration is preferred.

The treatment by filtration is usually carried out by using a
filter that has a cut-oftf diameter ofless than 1 pm. Any particle
having a size above 1 pum is then separated from the aqueous
suspension. The cut-off diameter is preferably less than 0.75
um, more preferably less than 0.5 um.

In order to effectively separate the precipitates, in one
recommended variant of the method according to the inven-
tion, the aqueous suspension obtained at the end of steps (2)
and (2') is filtered using a filter that has a cut-off diameter of
less than 1 um. Any particle having a size above 1 um is then
separated from the aqueous suspension. The cut-off diameter
is preferably less than 0.75 pm, more preferably less than 0.5
pm.

The various steps of the purification method are indepen-
dently carried out at a temperature generally higher than or
equal to -10° C., frequently higher than or equal to 0° C.,
often higher than or equal to 10° C. and specifically higher
than or equal to 20° C. That temperature is generally lower
than or equal to 100° C., frequently lower than or equal to 80°
C., often lower than or equal to 60° C. and specifically lower
than or equal to 30° C. A temperature of about 25° C. is
particularly convenient.

The various steps of the purification method are indepen-
dently carried out at a pressure generally higher than or equal
to 0.1 bar absolute, frequently higher than or equal to 0.5 bar,
often higher than or equal to 0.8 bar and specifically higher
than or equal to 0.9 bar. That pressure is generally lower than
or equal to 10 bar, frequently lower than or equal to 5, often
lower than or equal to 2 bar and specifically lower than or
equal to 1.5 bar. A pressure of about 1 bar absolute is particu-
larly convenient.

In the purification method according to the invention, the
steps can be carried out in one or more zones. These zones can
be operated under any type of regime, like for instance, mixed
regime, preferably perfectly mixed regime or plug flow
regime. The mixed regime is preferred.

The various steps of the purification method according to
the invention can be carried out independently in a discon-
tinuous, continuous or semi-continuous mode. The continu-
ous mode is preferred. All the steps of the purification method
according to the invention are more preferably carried out in
a continuous mode.

By continuous mode, one intends to denote a mode
wherein the aqueous composition to be purified, the added
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compounds, among which the compound comprising alu-
minium, the acidic and basic compounds for adjusting and
maintaining the pH, and the treated aqueous composition,
among which the aqueous compositions comprising the pre-
cipitates, are continuously fed and removed from the zones
where the various steps are carried out. By discontinuous
mode, one intends to denote any other mode. The semi-
continuous mode can be considered as a discontinuous mode.
By the term continuously, one intends to denote without
substantial interruption.

When the various steps of the purification method are
carried out under discontinuous mode, they are independently
carried out for a duration generally higher than or equal to 1
min absolute, frequently higher than or equal to 5 min, often
higher than or equal to 10 min and specifically higher than or
equal to 20 min. That duration is generally lower than or equal
to 10 h, often lower than or equal to 5 h, frequently lower than
2 h, and in particular lower than or equal to 1 h. A duration of
about 0.5 h is convenient.

When the various steps of the purification method are
carried out under continuous mode, they are independently
and generally carried out for a residence time generally
higher than or equal to 1 min absolute, frequently higher than
or equal to 5 min, often higher than or equal to 10 min and
specifically higher than or equal to 20 min. That residence
time is generally lower than or equal to 10 h, often lower than
or equal to 5 h, frequently lower than 2 h, and in particular
lower than or equal to 1 h. A residence time of about 0.5 h is
convenient. That time can be defined by the ratio between the
volume of the zone where the step is carried and the flow of
the aqueous composition to the zone where the step is carried
out.

The method according to the invention is suited to the
purification of numerous aqueous compositions contami-
nated with silicon comprising a larger molar amount of sili-
con than aluminium. It is especially suited to the purification
of aqueous compositions comprising at least 5 ppm, prefer-
ably at least 10 ppm, of soluble silica (expressed as SiO,). It
is also suited to aqueous compositions advantageously com-
prising less than 5 ppm of aluminium, preferably less than 1
ppm.

The method according to the invention is particularly well
suited to the purification of numerous aqueous solutions con-
taminated with silicon comprising a larger molar amount of
silicon than aluminium. It is especially suited to the purifica-
tion of aqueous solution comprising at least 5 ppm, preferably
atleast 10 ppm, of soluble silica (expressed as SiO,). Itis also
suited to aqueous compositions advantageously comprising
less than 5 ppm of aluminium, preferably less than 1 ppm.

In one implementation variant of the method according to
the invention, the aqueous composition to be purified is an
aqueous sodium chloride solution, intended for membrane
electrolysis. In this variant, it is advantageous for the purifi-
cation to be such that the soluble silica content of the purified
solution (expressed as Si0O,) is less than 3 ppm, preferably
less than 2 ppm. In that way, a lasting and efficient operation
of the ion-exchange membranes of the electrolyzer is
obtained.

In one preferred aspect of this variant, the aqueous solution
to be purified results from a primary purification for removing
calcium and magnesium. Such a primary purification is
obtained in a known manner by addition of sodium carbonate
and sodium hydroxide, then separation of the calcium car-
bonate and magnesium hydroxide precipitates formed. It is
recommended that the total content of calcium and magne-
sium in the aqueous solution resulting from the primary puri-
fication is less than 500 ppm. In this embodiment, the purified
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solution resulting from the method according to the invention
is then subjected to a super-purification for removal of cal-
cium and magnesium, for example using ion-exchange res-
ins.

The high purity of the sodium chloride solutions obtained
in this embodiment makes it possible to produce, under stable
conditions and by membrane electrolysis, sodium hydroxide
and chlorine that satisty the strictest quality requirements.

Consequently, the invention relates in a second embodi-
ment to a method for producing chlorine and sodium hydrox-
ide, according to which an aqueous sodium chloride solution
obtained by the method according to the invention is sub-
jected to electrolysis using a membrane cell that is selectively
permeable to the ions.

Distinctive features and details of the invention will
emerge from the following examples.

EXAMPLE 1
Not Conforming to the Invention

An aqueous sodium chloride solution was taken which
resulted from the dissolution in water of sodium chloride
originating from a deposit. Hydrochloric acid was added,
with moderate stirring and at a temperature of 25° C., until a
pH of 2 was obtained. The soluble silica content of the solu-
tion expressed as SiO,, measured by colorimetry, was equal
to 12 ppm by weight of brine. Aluminium was then added in
the form ofa solution of AIC1,.6H,0 containing 1 g/l Al, until
a molar aluminium content equal to 0.3 times that of silicon,
namely around 2 ppm by weight, was obtained. The pH was
then adjusted to the value 9, by addition of NaOH. The sus-
pension obtained was then filtered for 3 h using a Millipore
filter having a cut-off diameter of 0.45 um. The soluble silica
content of the aqueous solution obtained was equal to 4 ppm,
whilst that of aluminium was equal to 1 ppm.

EXAMPLE 2
According to the Invention

The procedure as in Example 1 was followed, except that
aluminium was added until a molar aluminium content equal-
ing approximately 2 times that of silicon was obtained. The
weight contents of soluble silica expressed as SiO, and alu-
minium were then equal to 9.4 and 11.8 ppm, respectively.
The pH was altered to a value close to 5.5. The solution was
then filtered. After filtering for 2 hours, the soluble silica
content was 1.6 ppm, whilst that of aluminium was less than

1 ppm.
EXAMPLE 3

Not Conforming to the Invention

The procedure as in Example 1 was followed, except that
magnesium was added instead of aluminium. The amount
added was adjusted to obtain a molar magnesium content
equaling 1.1 times that of silicon. The soluble silica content
expressed as SiO, was equal to 20 ppm. After filtering for 4
hours, the soluble silica content was still 16 ppm, whilst that
of magnesium was 0.9 ppm.

The invention claimed is:
1. A method for producing chlorine and sodium hydroxide
comprising the following steps:
(A) purifying an aqueous sodium chloride composition by
removing silicon therefrom, in which the aqueous
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sodium chloride composition has a molar silicon content

higher than a molar aluminum content, said purifying

comprising the following steps:

(1) adding a compound comprising aluminum to the
aqueous sodium chloride composition, in order to
obtain a molar aluminum content which is greater
than the molar silicon content in said aqueous sodium
chloride composition;

(2) controlling and maintaining the pH of said aqueous
sodium chloride composition obtained from step (1)
ata first value greater than or equal to 8 and lower than
or equal to 10, in order to obtain a first precipitate
comprising at least silicon and aluminum; and

(2" controlling and maintaining the pH of the aqueous
sodium chloride composition obtained from said step
(2) at a second value greater than or equal to 4 and
lower than or equal to 7, in order to obtain a second
precipitate comprising at least aluminum; and

(3) separating said first precipitate obtained from said
step (2) and said second precipitate obtained from
said step (2') from the aqueous sodium chloride com-
position in order to obtain a purified aqueous sodium
chloride composition,

and

(B) subjecting said purified aqueous sodium chloride com-
position to electrolysis using a membrane cell that is
selectively permeable to ions, to produce chlorine and
sodium hydroxide.

2. The method according to claim 1, wherein at least one of
said first precipitate obtained from step (2) and said second
precipitate obtained from step (2') comprises at least one
aluminosilicate.

3. The method according to claim 1, wherein the silicon in
the aqueous sodium chloride composition is present as one or
more soluble inorganic compounds containing silicon.

4. The method according to claim 1, wherein the pH in step
(2) is maintained and controlled at a value greater than or
equal to 8.5 and lower than or equal to 9.5.

5. The method according to claim 1, wherein the pH in step
(2" is maintained and controlled at a value greater than or
equal to 4.5 and lower than or equal to 6.

6. The method according to claim 1, wherein before step
(2), the pH is maintained and controlled at a value greater than
or equal to 1.5 and lower than or equal to 3.5.

7. The method according to claim 1, wherein the molar
aluminum content in the aqueous sodium chloride composi-
tion obtained at the end of step (1) is equal to at least 2 times
the molar silicon content.

8. The method according to claim 1, wherein at least one of
said first precipitate obtained from step (2) and said second
precipitate obtained from step (2') is separated by a separation
treatment independently selected from the group consisting
of decantation, filtration, centrifugation, and combinations
thereof.

9. The method according to claim 1, wherein the aqueous
sodium chloride composition is an aqueous sodium chloride
solution.

10. The method according to claim 9, wherein the aqueous
sodium chloride solution is obtained from a primary purifi-
cation for removing calcium and magnesium.

11. A method for producing chlorine and sodium hydrox-
ide comprising the following steps:

(A) purifying an aqueous sodium chloride composition by
removing silicon therefrom, in which the aqueous
sodium chloride composition has a molar silicon content
higher than a molar aluminum content, said purifying
comprising the following steps:
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(1) adding a compound comprising aluminum to the
aqueous sodium chloride composition, in order to
obtain a molar aluminum content which is greater
than the molar silicon content in said aqueous sodium
chloride composition;

(2) controlling and maintaining the pH of said aqueous
sodium chloride composition obtained from said step
(1) at a first value greater than or equal to 8 and lower
than or equal to 10, in order to obtain a first precipitate
comprising at least silicon and aluminum; and

(3) separating the first precipitate obtained from said
step (2) from the aqueous sodium chloride composi-
tion in order to obtain a purified aqueous sodium
chloride composition;

(4) controlling and maintaining the pH of the aqueous
sodium chloride composition obtained from step (3)
at a second value greater than or equal to 4 and lower
than or equal to 7, in order to obtain a second precipi-
tate comprising at least aluminum; and

(5) separating said second precipitate from said step (4)
from the aqueous sodium chloride composition in
order to obtain a purified aqueous sodium chloride
composition, and

(B) subjecting said purified aqueous sodium chloride com-

position to electrolysis using a membrane cell that is

selectively permeable to ions, to produce chlorine and
sodium hydroxide.

12. The method according to claim 11 wherein the aqueous
sodium chloride composition is an aqueous sodium chloride
solution.

13. The method according to claim 12, wherein the aque-
ous sodium chloride solution is obtained from a primary
purification for removing calcium and magnesium.

14. The method according to claim 11, wherein at least one
of said first precipitate obtained from said step (2) and said
second precipitate obtained from said step (4) comprise at
least one aluminosilicate.

15. The method according to claim 11, wherein, in said step
(4), the pH is maintained and controlled at a value greater than
or equal to 4.5 and lower than or equal to 6.

16. The method according to claim 11, wherein at least one
of said first precipitate obtained from said step (2) and said
second precipitate obtained from said step (4) is separated by
a separation treatment independently selected from the group
consisting of decantation, filtration, centrifugation, and com-
binations thereof.

17. The method according to claim 11, wherein the silicon
in the aqueous sodium chloride composition is present as one
or more soluble inorganic compounds containing silicon.

18. The method according to claim 11 wherein the pH in
step (2) is maintained and controlled at a value greater than or
equal to 8.5 and lower than or equal to 9.5.

19. The method according to claim 11, wherein before step
(2), the pH is maintained and controlled at a value greater than
or equal to 1.5 and lower than or equal to 3.5.

20. The method according to claim 11, wherein the molar
aluminum content in the aqueous sodium chloride composi-
tion obtained at the end of step (1) is equal to at least 2 times
the molar silicon content.

21. A method for purifying an aqueous sodium chloride
composition by removing silicon therefrom, in which the
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aqueous sodium chloride composition has a molar silicon
content higher than a molar aluminum content, the method
comprising the following steps:

(1) adding a compound comprising aluminum to the aque-
ous sodium chloride composition, in order to obtain a
molar aluminum content which is greater than the molar
silicon content in said aqueous sodium chloride compo-
sition;

(2) controlling and maintaining the pH of said aqueous
sodium chloride composition obtained from step (1) ata
first value greater than or equal to 8 and lower than or
equal to 10, in order to obtain a first precipitate compris-
ing at least silicon and aluminum; and

(2") controlling and maintaining the pH of the aqueous
sodium chloride composition obtained from said step (2)
at a second value greater than or equal to 4 and lower
than or equal to 7, in order to obtain a second precipitate
comprising at least aluminum; and

(3) separating said first precipitate obtained from said step
(2) and said second precipitate obtained from said step
(2" from the aqueous sodium chloride composition in
order to obtain a purified aqueous sodium chloride com-
position, and

wherein before step (2), the pH is maintained and con-
trolled at a value greater than or equal to 1.5 and lower
than or equal to 3.5 in order to allow said compound
comprising aluminum to be dissolved in said aqueous
sodium chloride composition.

22. A method for purifying an aqueous sodium chloride
composition by removing silicon therefrom, in which the
aqueous sodium chloride composition has a molar silicon
content higher than a molar aluminum content, the method
comprising the following steps:

(1) adding a compound comprising aluminum to the aque-
ous sodium chloride composition, in order to obtain a
molar aluminum content which is greater than the molar
silicon content in said aqueous sodium chloride compo-
sition;

(2) controlling and maintaining the pH of said aqueous
composition obtained from said step (1) at a first value
greater than or equal to 8 and lower than or equal to 10,
in order to obtain a first precipitate comprising at least
silicon and aluminum; and

(3) separating the first precipitate obtained from said step
(2) from the aqueous sodium chloride composition in
order to obtain a purified aqueous sodium chloride com-
position;

(4) controlling and maintaining the pH of the aqueous
sodium chloride composition obtained from step (3) ata
second value greater than or equal to 4 and lower than or
equal to 7, in order to obtain a second precipitate com-
prising at least aluminum; and

(5) separating said second precipitate from said step (4)
from the aqueous sodium chloride composition in order
to obtain a purified aqueous sodium chloride composi-
tion, and

wherein before step (2), the pH is maintained and controlled
at a value greater than or equal to 1.5 and lower than or equal
t0 3.5 in order to allow said compound comprising aluminum
to be dissolved in said aqueous sodium chloride composition.

#* #* #* #* #*



